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I1l. Observed Film Reflectance
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French Ultramarine Blue

Complex Silicate of Na and Al with S (PB 29)
24.2% PVC

{ultramarine blue}

(volume U11:volume W03 = 1:4)

(volume U11:volume W03 = 1:9)

Titanium White (i)
Titanium Dioxide (PW 6)
22.8% PVC

{titanium dioxide white}
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